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Sample of the above-mentioned Polypropylene (PP) product batch were analyzed in the Quality Control laboratory of SOCAR Polymer LLC in

Sumgait and the following average data were obtained.

O6pasel, BbllweyKasaHHoW MapTunnoannponunena (M) 6bin npoaHanmsnposaH B nabopatopumn KoHtpons Kayectsa komnaHum SOCAR Polymer

LLC 8 CymrauTe 1 6bi11 NONyYeHbl Creayrolime cpegHue gaHHble.

Properties Method Specification Measured Value Unit
CBoiicTBa MeTtoauka Tpe6oBaHua U3mepeHHoe 3HaYeHune Ea.msm
Physical/®usnueckne

Melt Flow Rate (MFR at 230°C/2.16kg) SO 1133-1 Min/MwuH. 14 15 g/10 min
Mokasaresib Tekydect Pacnnaga (MTP npu 230°C/2.16kr) Max/Makc. 20 r/10 muH
Mechanical/MexaHuyeckue

Flexural Modulus (2 mm/min) IS0 178 Min/Mus. 1450 1456 MPa
Mogaynb ynpyroctv npu nsrnbe (2 mm/muH) MnMa
Tensile Strength at Yield (50 mm/min) 150 527-1, -2 Min/Mus. 30 33 MPa
Mpefen NpoYyHOCTU Ha npeaesne Tekydectv (50 mm/muH) MnMa
Elongation at Yield (50 mm/min) 150 527-1, -2 Min/Mu. 9 10 %
YanavHeHue Ha npegesne Tekydectut (50 mm/MuH)

Impact/MpoyHocTHble

Izod Impact Strength at 23°C (notched) SO 180 No limit/ 31 kJ/m?
YpapHas BaskocTb no Msoay npu 23°C (c Hagpesom) He HopmupoBaH KK/ Mm?
Additional properties/JononHutenbHble cB-Ba

Yellowness index ASTM E313 _ 1.7 _
WHAEKC XKeNnTnsHbl

Notes / Mpumeuanus:
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